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특징

FPB3018L FPB2012L FPB1509L

[μm] 30 19 14

[g/cm3] 0.6 0.6 0.6

MD [N/m] 1,500 1,100 980

[%] 7.0 6.5 5.1

[%] 57 57 57

[cm3/cm2 sec] 22 52 93
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